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(Physical & Mechanical) S50 (Sujud

57 Shore A RT ASTM D2240 (Hardness) isew
Tensile) LS Caoglio
5.52 MPa RT, 500 mm/min ASTM D412 ) =9

(Strength
Elongation at L5l Juo)d

278 % RT, 500 mm/min ASTM D412 g ) Jsb Ll 2,
(Break
1.95 MPa RT, 500 mm/min ASTM D412 (M100%) 20,5 100 Jgwo
3.96 MPa RT, 500 mm/min ASTM D412 (M200%) 305> 200 Jgao
N MPa RT, 500 mm/min ASTM D412 (M300%) 340> 300 Jgo
16.0 K N/m RT, 500 mm/min ASTM D624 (Tear Strength) (S)b cwglio
46.75 % RT ASTM D7121 (Resilience) yuwildsj,
1.215 gr/cubic.cm RT ASTM D297 (Density) J&=>
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