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0.35 dN.m 170°C ASTM D5289 (Min Torque) ;oliiS JSla>
5.11 dN.m 170°C ASTM D5289 (Max Torque) ;gliuiS ,iSlas
124.85 %/min 170°C ASTM D5289 (CRI) cusy cucyun
1.22 min 170°C ASTM D5289 (Ts2) 2 @b 295wl
1.89 min 170°C ASTM D5289 (T790) 2u0)> 90 iy yloj

(Physical & Mechanical) SwlSo 058
74 Shore A RT ASTM D2240 (Hardness) isw

Tensile) LS Caoglio
12.00 MPa RT, 500 mm/min ASTM D412 ) =9

(Strength

349 % RT, 500 mm/min ASTM D412 Elongation at) Job L33l 20,

(Break

2.98 MPa RT, 500 mm/min ASTM D412 (M100%) 20,5 100 Jgo

6.94 MPa RT, 500 mm/min ASTM D412 (M200%) 20,5 200 Jgwo

10.62 MPa RT, 500 mm/min ASTM D412 (M300%) 30,5 300 Jgo

45.4 K N/m RT, 500 mm/min ASTM D624 (Tear Strength) S)L cioglio

29.73 % RT ASTM D7121 (Resilience) ywildyj,

1.311 gr/cubic.cm RT ASTM D297 (Density) J&=>
o b EUECIPRWIE

] 03 angi e id EMbI Caga Bpo cupdlins oyl



